
Smart Stacking™

Initial processed wafer Initial bulk or processed wafer

2_Low stress wafer-bonding

3_Low temperature thermal treatment (< 400°)

4_High precision back thinning

5_High quality final cleaning

FINAL WAFER
after Smart Stacking™


